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of the contract for small quantities and were accepted for their intended use on the basis of satisfactory performance

White  - For Engineer
To Be Prepared :

SourceMaterial

The listed materials used on the above project substantially met the pertinent specification requirements 

Date
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This is to certify that:

Units

for the purpose intended and visual inspection.
     

Invoice No.

STATE OF MINNESOTA
DEPARTMENT OF TRANSPORTATION

INSPECTION REPORT

Control Schedule.   Record all test results for each pour in the appropriate 

For Small Quantities

Ticket or

*Acceptance of Concrete requires specific tests as indicated in the Materials 

Concrete without proper test results will not be certified.

Concrete Only*


